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TR ' Form No. | CNC/QAFM/
@ Lark Engineering Company (India) Pvt. Ltd. ———
P | T.. Sasouli Road, Yamuna Nagar - 135 001 (Haryana) Rev. No. o0
Inprocess Inspection (Pellet Dies) Rev. Date 31-%
S.No.| Check Parameter Specification Observatlons RTi’tL,,—-—-
1 | Work Order No. / a8 7 - 75!/5_%/
2 | Machined By V7L e o/ Dp7 Yo -LSP7°
3 | Pallet Die No. /o019 (4 ”’//702/ @id] ””\)71————”’
4 | Die Category Drg. No. . j‘(‘" /ol —| //7 5
) > 3
5 | Out Side Diameter Drg. No. Dy . JZ(-/’ o) - /7//77/);/ N (’/jf/] ///)’/7”ﬁ
4997 "
6 | Inside Diameter Drg. No. 100 fomn 7 '@ _
7 | Width of Pellet Die Drg. No. (5] Bmm _
8 | Grooves as per Drawing Drg. No. /3_5/?’ 5,1377?/)) / A?’/Jfﬁ?&?b —]
9 Eilt;itr;g Sizes on CNC Drg. No. e Efﬁpj ﬁ’a' of
i
10_| Diling A2 Surface of #es S
11 | Tapping Operator ﬁ/c J‘/}g/) 5 502%) Crde ——
12 | Tapping PCD ) 7ﬁ Iom ) = i
13 | Tapping Hole Diameter| 397 Check by 3)4” ﬂajf ——
14 | Zapping 02 S:eoond Half pitch of 1st side ok i 7 : -
15 | Tapping Hoe Dt Qill Deftf - 18 1mm Tl DePRIEEma
16 | Tampedtie )es
Vi .
17| Betore G briling ok
Inspected By (Sign) & Date | 1,0, 0} _Gpsf 5 /0] )27
1 As per programme —_—
no.
2 Gun Drilling Work S
Completed On
3 | Hole Finishin Gun | Marked
Drilling X . 0/( _
4 | Defective Holes | /y
(If Any) :
?ote : Mark the defective holes{l\ﬁs:s@oles with the help of Permanent Marker (ohtce— Ao .
Counter Sinkin —
Dopth & Finish- of Aob- 15
* | External Relief Dia §5 ny ’ggff)‘” Zoned
3 | Extemal Relief Depth " Al L5
Inspection Done Before Y .
4 | Hardening By (Name) /%77)977/}((’ 7 .&72};
Material Sent F
5 HardeningeBy (S;me) Zn?/{’ /E BN (¢
Material Sent For ~ = -
6 | Hardening On Date 25 o 7 vy
' Inspected By (Si ‘
o nspected By (Sign) & Date /ﬁmqpﬁ&pf J'/w/j" 19_5/0/0/{3?
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7% A
Reviewed by (Engineer-CNC)

" Manager-QA
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