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Inprocess Inspection (Pellet Dies) Rev.Date [ 31-07-2013 |
S.No.| Check Parameter Speclfication Observations Remarks
1| Work Order No. [2)e)” 37/ 4e/b0
2 | Machined By VT e Sof Pry No- 25P- 473
3 | Pallet Die No. el _///A//)//r) -~ ./[f}/a/) _
4 | Die Category Drg. No. S5 7p —
5 | Out Side Diameter Drg. No. Evopn Stef op- £°5 4pm . | Slef L/U/i/ﬂ’t@//};/ﬁ_;’
- [
6 | Inside Diameter Drg. No. DYe- ¥ D VY//7: )¢ - _
7 | Width of Pellet Die Drg. No. BSi{mn dercwt -1 Smm |
8 | Grooves as per Drawing Drg. No. /;?/)',,S’,}’ﬁ/?;/); / 3N Sy ~
Fitting Si CNC o 7,
° lpme S 04 [ Ty Moot
W | Qg of el 2|
11 | Tapping Operator N/ Spef | foth Side -/
12 | Tapping PCD S5 mp -
13 | Tapping Hole Diameter LW / / (ﬂ ek ‘5 [} /)7 / / 50 /ZL
Tapping On S d i i
14 S?gg'”g n Second | Half pitch of 1st side ok ~
15| Tapping ok Dept Deil] gt -~ voTmm Tolfns Jitl-i87mn
16 | Perpendicularity of -~ &
Tapped Hole )/ é) -
Visual | cti
17 Bl:f%ar‘e ?B?J%eD;ﬁl?ng ol
Inspected By (Sign) & Date /fq mofscet Singh 04 ' /97
1 As per programme
no. -
2 | Gun Drilling Work Ee
Completed On
3 Hole Finish In Gun Marked
Drilling s ok
4 Defective Holes
(If Any) Ne -
Note : Mark the defective holeslMissed/ﬂtESJVﬂMbahelp,oLPermanenLMarker _(ownted - 4¢ -
T 1 Counter Sinking A Reld -5
Depth & Finish ok
% | External Relief Dia (R RAERY))
3 | External Relief Depth Bap ) S
Inspection Done Before 4 -
4 Hgfdening By (Name) Japantoeet f@f/
Material Sent For
S | Hardening By (Name) ZQ?/?’ fﬁ/?ﬁ‘? 44
Material Sent For
6 Hardening On Date a l/ / Plf
Inspected By (Sign) & Date | /{ipap/rect Singlf 2 4/ 6/ey
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